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TEST REPORT

Customer's company name: P51 Corporation Ce., Lid.
Address: 2 Soi Ramkhambaeng 159, Rat Phatthana , Saphansung , Bangkok 10240 Thailand.

Received No.; 68-11-020
Eeport No.: TGI-TS-005
Rev.: [LH

Muterial Chemcterization:

Test Product: -
Pan Name: PV CLAMP SUS204
Part Mo,z 01,0203
.Lut Mo
M;bm:ul Specification | -
Hbﬂ!il'cd. D-B.H. 05 / Nov, / 2025
hrmed Date: 06 / Nov. / 2025

Standard of Tex: As Customer Request
Type of Test: Tensile Testing
Equipment / Scrial No.: Universal Testing Eﬂ[‘lil‘ﬂ:
Equipment’s Capacity: 10 Tons

Ambient Templ: | 21.65C, 59 % RH

Operated by: .. CEWMW“’J&_

Result of Tensile test

Testing Operator
Technical Team
{ 06/ Mo, /2025

Cammentary:

Mr.Krnngkrai Kagwko
Technical Manager
[ 06/ Now. F 2025 )

Max. Load Max. Load
Test No. :
(kgf)

01 96446

02 116.655

03 79,484
Thai-Cierman Instlis
1 Wi-Germin i

Reviewed by: ... ek vesss Approved bad

Mr.Weerasak Thaotho
Quality Manager
{06/ Now [/ 2025}

L. Owr division and institaie mot allow to change, add or subtraci anywhene on this report, except anly in cxse of alresdy
aceepted by writing from cur division.

4

resubis or conclusion in this repart o design, produce or others

1. Eaperimen results ane exacily srue especiolly enly on specimen thm was carried (o tese

Our division can e confess 10 mny dincct or indinoat demage that will sceur after this by wsing dwa, anslysts resubis,

4 “Tem merked * in this repoet ore not included m the TIS! Accreditation Schedule for aur Laboratony™
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TEST REPORT

Received No.: 68-11-020
Report MNo.: TGI-CT-003
Fev.: 0

Customer’s company name: PSI Corporation Co., Led.
Address: 2 So0i Ramkhamhuaeng 159, But Phatthana , Saphansung , Bangkok 10240 Thuiland.

Test Product: |- Muterial Charmcterization; | -
P'"N'm“ | PV CLAMP SUS304 Standard of Test: As Customer Request
M_N'_l 01,02,03 Type of Test: Compression Testing
sl i i f Serial Mo u | Testing Machi
Uecilnn 3 :
m F; Spmiﬁmun _ El.[l.l.‘lpﬂl‘.‘ﬁ "1 IVETSa ng e
Raceived Dhate: 05 / Nov. [ 2025 Equipment’s E‘apa.eiy_l: 10 Tons
Tested Date 06/ Nov. / 2025 Ambient Temp.: 21,6 C, 50 % RH

Result of Compression test

Test No. Max. Lond Max. Load

(N) (kg

o1 990,833 1010032

02 G86.851 100,596

03 047023 96,536
b Thai-g L TR
; Lo ot v

T
Operated by: dﬂl.“ﬂs\!ﬂ*g . Reviewed by c.ooooX ot i Approved by

Testing Operator
Technical Team
{ 0/ Now. [ 2025 )

Mr.Kriangkrai Kaewko
Technical Manager
( 06/ Nov. / 2025 )

Mr.Wncmsai-:I:I;x.JlE;u.
Quality Manager
{ 067 Mowv, 2025 )

Commentary:

1. Ohar division and instituse not allow 1o change, add or subtract anywhere on this repon, except only in cose of already
nn;oqr.l:d by 'l.'rirln,; from our divison,
Our division can not confiess w any direct or indirect damage that will occur afler this by usmyg data. analysis resalts,
results o comelusson in this repost w design, produce oF others,
}.  Experiment results are edsctly tnec especially only on specimen that was carried o fest
4. "Test marked * in this reparn ane s incladed In the TIS1 Aceradition Schedule for our Laboragory”
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