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aniulng-wesing Thai-German Institute  700/1 Moo.1 Amatanakron Industrial Estate Bangna-Trad KM.57 Tambol Klong Tamiu  Amphur Muang Chonburi 20000

Tel. 038-215033-44 Fax. 038743705  http:/www.tgi..or.th

TEST REPORT

Received No.: 68-11-020
Report No.: TGI-TS-011
Rev. 00

Customer’s company name: PSI Corporation Co., Ltd.
Address: 2 Soi Ramkhamhaeng 159, Rat Phatthana , Saphansung , Bangkok 10240 Thailand.

Test Product: - Material Characterization: | -

Part Name: T CLAMP Standard of Test: As Customer Request
st e Type of Test: Tensile Testing

Lot No.: -

Mot Speolfieation. | - Equipment / Serial No.: Universal Testing Machine
Received Date: 05 / Nov. / 2025 Eqppments Pamiity: 10 Tons

Tested Date: 06 / Nov. / 2025 Ambient Temp.: 21.6 °C, 59 % RH

Result of Tensile test

Max. Load Max. Load
Test No.
™) (kgf)
01 781.515 79.665
02 823.556 83.950
03 729.296 74.342
i {j" Thai-German Inst
a7
Operated by: .. d/‘QJV‘q\'O %(g .. Reviewed by: ...... . i MO Approved by: ...
Testing Operator Mr. Kriangkrai Kaewko Mr.Weerasak Thaotho
Technical Team Technical Manager Quality Manager
(06 /Nov./2025) (06 /Nov./2025) (06/Nov./2025)

Commentary:
1. Our division and institute not allow to change, add or subtract anywhere on this report, except only in case of already
accepted by writing from our division.
2. Our division can not confess to any direct or indirect damage that will occur after this by using data, analysis results,
results or conclusion in this report to design, produce or others.
3. Experiment results are exactly true especially only on specimen that was carried to test.

4. “Test marked * in this report are not included in the TISI Accreditation Schedule for our Laboratory™

-END- FM-043 Rev.00 (15/12/2023)
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aniiulng-wo s Thai-German Institute ~ 700/1 Moo.1 Amatanakron Industrial Estate Bangna-Trad KM.57 Tambol Klong Tammu Amphur Muang Chonburi 20000

Tel. 038-215033-44 Fax. 038743705 http://www.tgi..or.th

TEST REPORT

Received No.: 68-11-020
Report No.: TGI-CT-004
Rev.: 00

Customer’s company name: PSI Corporation Co., Ltd.
Address: 2 Soi Ramkhamhaeng 159, Rat Phatthana , Saphansung , Bangkok 10240 Thailand.

Test Product: - Material Characterization: | -
Part Name: T CLAMP Standard of Test: As Customer Request
Part No.: 01,02,03 : ;
g Type of Test: Compression Testing
Lot No.: -
3 3 : Equipment / Serial No.: Universal Testing Machine
Material Specification | -
Received Date: 05/ Nov. /2025 Equipment’s Capacity; 10 Tons
Tested Date: 06 / Nov. / 2025 Ambient Temp.: 21.6 °C, 59 % RH

Result of Compression test

Max. Load Max. Load
Test No.
™) (kgf)
01 780.187 79.529
02 815.147 83.093
03 920.913 93.874
T{{i}‘ Thai-German Institute
FE0 i\ ni-wiagiiv
Operated by: C\”C"' naYoy.. Reviewed by: ...... mﬂ ............ Approved by: s
g
Testing Operator Mr Kriangkrai Kaewko Mr.Weerasak Thaotho
Technical Team Technical Manager Quality Manager

(06 /Nov./2025) (06 /Nov./2025) (06 /Nov./2025)

Commentary:
1. Our division and institute not allow to change, add or subtract anywhere on this report, except only in case of already
accepted by writing from our division.
2. Qur division can not confess to any direct or indirect damage that will occur after this by using data, analysis results,
results or conclusion in this report to design, produce or others.
3. Experiment results are exactly true especially only on specimen that was carried to test.

“Test marked * in this report are not included in the TISI Accreditation Schedule for our Laboratory”
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-END- FM-043 Rev.00 (15/12/2023)



